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ALASKAN COPPER WORKS ' | ALASKAN COPPER WORKS
3200 FACILITY % | : 3200 FACILITY
SEPTEMBER 8, 1995 SEPTEMBER 15, 1995
M70570 COMPOSITE , Mb50711 COMPOSITE
1 V“ISUAL REPRESENTATION OF LAB RESULTS |
CHROME COPPER  NICKEL ZINC CHROME COPPER  NICKEL ZINC
RESULTS ~ 0.86 0.54 0.65 0.05 RESULTS 1.70 0.79 1.60 0.09
LIMITS 2.75 - 3.00 2.50 2.61 LIMITS 275  3.00 2,50 2.61
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ALASKAN COPPER WORKS | ALASKAN COPPER WORKS
3200 FACILITY : 3200 FACILITY
SEPTEMBER 21, 1995 | SEPTEMBER 27, 1995
M50779 COMPOSITE | , M50840 COMPOSITE

o VISUAL REPRESENTATION OF LAB RESULTS

’ CHROME - COPPER NICKEL ZINC CHROME = COPPER NICKEL
RESULTS 1.40 0.92 1.00 0.07 RESULTS 2.20 1.20 2.10
LIMITS 2.75 3.00 2.50 2.61 LIMITS 2.75 3.00 2.50
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. VISUAL REPRESENTATION OF LAB RESULTS

CHROME - COPPER NICKEL ZINC CHROME ~ COPPER  NICKEL ZINC
RESULTS ~  0.67 0.41 0.59 0.08 RESULTS 0.46 0.26 0.32 0.05
LIMITS 2.75 3.00 2.50 2.61 LIMITS 2.75 3.00 2.50 2.61
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